
 

 

B V L A 
Nominal Assay Report 

 

DATE:                                                           5/4/2017 

CUSTOMER:                                                Body Vision 

ACCOUNT NO:                                            Available Upon Request  

MATERIAL:                                                    14 Karat Yellow Gold 

 

Au – 58.33%; Ag – 6.70%; Cu – 28.27%; Zn – 6.70% 

 

Our company warrants that all of the gold jewelry we manufacture meets or exceeds the 

guidelines as required by the National Gold and Silver Marking Act. 

 

Shankar (Shan) Aithal, Ph.D. 

Corporate Metallurgist 

 


